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Request No.

The following is the report on the requested test of the sample

THE INDUSTRIAL ANALYSIS SERVICE LTD.

2-11-7 Yatsuka Souka Saitama 340-0028 Japan

TEL:+81-48-924-7151   FAX:+81-48-928-3587   e-mail:ias@sangyobunseki.co.jp

Report No.
Date of issue:

Name of sample:

Date of receipt of sample:

Measurement days:

2476-2
EW210000000152-01

8 November 2021

SPARKLE BALL S #S-2062

1 November 2021

1 November 2021 ～ 8 November 2021

Unit Test result D.L. Test Method

Address:

With reference to US EPA Method 3052
Microwave digestion/ICP/MS

20N.D.ppmSb

Remainder of page
intentionally left blank

Note: The results shown in this test report refer only to the sample(s)tested.
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THE INDUSTRIAL ANALYSIS SERVICE LTD.

TAKANORI  YOSHIDA

 N.D.means the analysis result is less than fixed quality lower limit level calculated according to our 
 established precision management condition.
 mg/kg=ppm

Certified : IAS-Takanori.Yoshida
OU2-(IAS)Takanori.Yoshida-7337-7011801008067-EDD-JEDAC : Japan EDD Authentication Promotion Council : JP : Tokyo :
Minato
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Flow chart

EW210000000152-01

1 November 2021 ～ 8 November 2021

Kensho Nakajima     

Report No.         :

Measurement days   :

Operator　       　:

Sb

Certified : IAS-Takanori.Yoshida
OU2-(IAS)Takanori.Yoshida-7337-7011801008067-EDD-JEDAC : Japan EDD Authentication Promotion Council : JP : Tokyo :
Minato
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